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GEOFF:  We think you'd be fine to run a bit longer between samples. This report looks pretty good. The 

universal averages we have are based on about 5,000 miles on the oil for this engine type. Obviously, with 

the track use generating a bit more metal than just normal daily driving, you probably won't be able to run 

quite that long between intervals, but with as good as everything looks in this sample, certainly we think 

longer would be okay. We'll hone in on your ideal interval with trends, but go ahead and try about 

2,000-2,500 miles next time. Nice report!
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Values 

Should Be*

76,798

1,200

7/8/2018

Water %

56-63

<0.1

>375

10.37

395

<0.5

0.0

0.0

0.2

0.0

<2.0

<0.6

9.1-11.3

60.5

* THIS COLUMN APPLIES ONLY TO THE CURRENT SAMPLE

LIABILITY LIMITED TO COST OF ANALYSIS 
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cSt Viscosity @ 100°C

SUS Viscosity @ 210°F

Flashpoint in °F
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Antifreeze %

Insolubles %

TBN

TAN

ISO Code
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